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  WESTERN ANALYTICAL LABORATORY, Inc. 

TEST REPORT 
 
 

 
 
 
 
SUBJECT: Polarized Light Microscopy Analysis for Asbestos; 1 sample 
 
METHODOLOGY: "Method for the Determination of Asbestos in Bulk Building Materials" (EPA 600/R-93/116)* 
       
ACCREDITED: National Institute of Standards and Technology (NVLAP) Lab Code 200037-0 
 
 

SAMPLE ID 
NUMBER 

SAMPLE LOCATION 
AND DESCRIPTION 

VISUAL 
DESCRIPTION 

ASBESTIFORM 
MINERALS 

OTHER FIBROUS 
MATERIALS 

NON-FIBROUS 
MATERIALS 

 
 

01 
 
 

Bedroom  
 
 
 
Ceiling tile  

White granular 
Brown fibrous 
 
 
Non-friable 

None Detected Cellulose           90% Granular Minerals 
Organics 

t: Trace (>1% = greater than 1%, <1% = less than 1%) 
 

 
 

157-627 

July 7, 2022 

July 8, 2022 

CLIENT: 

REFERENCE: 
 

  
 

Panama City FL 32401 

 
 

REPORT NO: 

DATE RECEIVED: 

DATE REQUIRED: 

https://inspectapedia.com/hazmat/Asbestos_Ceiling_Tiles.php
editor@inspectApedia.com
CLICK ANYWHERE on THIS PAGE to RETURN to CEILING TILE ASBESTOS INFO at InspectApedia.com
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